[bookmark: _Hlk513332464][bookmark: _GoBack]Fig. 5: A plot of carrier lifetimes as a function of thermal annealing temperatures.


As cast


25	100	125	150	175	2.5167212920000002	2.930501	4.2629109999999999	6.2325760000000008	4.2247691999999999	Annealling temperatures (°C)

τavg (µs)


